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      TEST REPORT
 

PETITIONER

CERÁMICA MAYOR, S.A. 
Pda. Planet de la Molinera s/n 
03510 - Callosa de Ensarria 
Alicante (Spain)

 

SAMPLE IDENTIFICATION

Customer identification:                                   FACADE FK NATURE
Sample description:                                          See photograph
Receipt date:            28/01/2020

 

           TEST METHODS 

Test Standard Acred. 
ENAC 

Start date
 

Finalization
      date 

 

Determination of the active saluble salts content of clay masonry units. 
Norma: UNE-EN 772-5:2016 (Apdo. 9.2. Método ASS) 

* 29/01/2020 31/01/2020 

 
 
Date of issue:  5th of February 2020

  

NOTAS: - Los resultados de este informe se refieren exclusivamente a la muestra sometida a ensayo, en el momento y condiciones en que se realizaron los ensayos.

  Este informe no puede ser reproducido parcialmente sin la aprobación por escrito de NOTIO.

  El laboratorio no se hace responsable de la información proporcionada por el cliente.

 
  
  
 

  
  
  
Sgd: Avelino Tirado Alonso 
Technical Director 

La autenticidad del informe se comprueba en www.notio.es/clientes con su usuario y clave de acceso. Cualquier impresión de este archivo será considerada una copia.
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REMARKS SAMPLES

   
Note: Statistical uncertainty is expressed in absolute value. 

 

SAMPLING

Samples sent and identified by customer
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RESULTS

 

Determination of soluble salts content of clay masonry units
 
  Standard: UNE-EN 772-5:2016 (Apdo. 9.2. Método ASS) * 

 

 

 

* Note: Test out of  ENAC certification.

Determination of soluble salts content

Element  Na+(%) K+(%) Mg2+(%) Na++ K+(%) Mg2+(%)

Amount 000,005 000,003 000,001 < 0,01 < 0,01

Nº of samples           0000010

Category S2 in accordance with standard UNE-EN 771-1:2016 
Statistical uncertainty of sodium determination is U= ± 0,001 (%)
Statistical uncertainty of potassium determination is U= ± 0,002 (%)
Statistical uncertainty of magnesium determination is U= ± 0,001 (%)
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Photograph 1: Descriptive image of the tested samples
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